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Client Name: SHENZHEN JIANGHE NEW MATERIALS TECHNOLOGY CO.,LTD

E AR GRYNTHLLRH AR AT IR
Client Address: UNIT 2114, BUILDING 2, COFCO YUNJING PLAZA HEWAN
' COMMUNITY,MATIAN SUBDISTRICT, GUANGMING DISTRICT, SHENZHEN
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Sample Name: Color Paste
EELY i (SR
The above sample(s) and information were provided by the client.

DS RV SRS E R IRE

SGS Job No.: SZP25-064695
SGS TfE4%5: SZP25-064695
Sample Receiving Date: Dec 18, 2025
EEEL 2025412 4 18 H

Testing Period: Dec 18, 2025 ~ Dec 30, 2025

I e 391 2025412 7 18 H ~ 2025412 A 30 H
Test Requested: Select test(s) as requested by the client.
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Test Method(s): Please refer to next page(s).
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Test Result(s): Please refer to next page(s).
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Signed for and on behalf of

SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch
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Test Requirement Conclusion
R E R gt
EN 71-3: 2019+ A2:2024 - Migration of certain elements (Category lll:for

; See Results
scrapped-off toy material) AL 2
EN 71-3:2019+ A2:2024 - 52 70 FaL A i (B0 38 =38 AT DA BB BA 8L R
Test Result(s):
TSR
Test Part Description:
TR S R -
SN ID Sample No. SGS Sample ID Description
B 75 B i i 5 SGS #: 4 ID SRR
Black paste
SN1 A4 CAN25-0316689-0001.C004 S o R
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

B
(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL= 75k iR
(3) ND = KA thi( < MDL)
(4) "-" = KM E

EN 71-3: 2019+ A2:2024 - Migration of certain elements (Category lll:for scrapped-off toy material)
EN 71-3:2019+ A2:2024 - 55 Ju E TR M (5% 5 =28 7] MU HI BB A48}

Test Method:  With reference to EN 71-3:2019+ A2:2024, analysis was performed by ICP-OES, IC-UV or

LC-ICP-MS.

75 ¥« 27 EN 71-3:2019+ A2:2024, X ICP-OES, IC-UV 5 LC-ICP-MS #4744
Test Item(s) Limit Unit(s) MDL A4
far 35T H FRAE LEE A
Mass of trace amount / /T 100mg FfI#¢
i ' mg ' /
Soluble Lead(Pb) / il # M4 (Pb) 23 mg/kg 5 ND
Soluble Antimony(Sb) / a] 4% (Sb) 560 mg/kg 10 ND
Soluble Arsenic(As) / 7] VA (As) 47 mg/kg 10 ND
Soluble Barium(Ba) / a] #1481 (Ba) 18750 mg/kg 50 ND
Soluble Cadmium(Cd) / A] P45 (Cd) 17 mg/kg 5 ND
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Test Item(s) Limit Unit(s) MDL A4
for i 1 H FRAE <X A

H NS a2 v 74 9

ggc)l(lg):TIIC))hrom|um(llI)(CrIII) [ AT =N 460 mg/kg 5 ND
?}/;)@Ig?cl;e; S:w)rommm(Vl)(Cr VI) [ TN 0.053 markg 0.025 ND
Soluble Mercury(Hg) / A& %7K (Hg) 94 mg/kg 10 ND
Soluble Selenium(Se) / 7] il (Se) 460 mg/kg 10 ND
Soluble Boron(B) / 7] &Ml (B) 15000 mg/kg 50 ND
Soluble Cobalt(Co) / mJ i 14:4 (Co) 130 mg/kg 10 ND
Soluble Manganese(Mn) / 7] & Y44L (Mn) 15000 mg/kg 50 ND
Soluble Strontium(Sr) / 7] ¥EVEEE (Sr) 56000 mg/kg 50 ND
Soluble Zinc(Zn) / " #H4AE (Zn) 46000 mg/kg 50 ND
Soluble Copper(Cu) / 7] #1446 (Cu) 7700 mg/kg 50 ND
Soluble Aluminum(Al) / T 4R (Al) 28130 mg/kg 50 ND
Soluble Nickel(Ni) / ] 7 £48 (Ni) 930 mg/kg 10 ND
Soluble Tin(Sn) / T %% (Sn) 180000 mg/kg 3.0 ND
Soluble Organic Tin* / 7] & A WL 12 mg/kg - ND

Notes:

(1) According to Chapter of 10.1.2 of EN 71-3:2019+ A2:2024, Chromium (Ill) is calculated by the following

formula:

Soluble Chromium (lll) = Soluble Total Chromium - Soluble Chromium (VI)

(2) *Confirmation test of soluble organic tin is not required in case of soluble tin, after conversion, does not
exceed the soluble organic tin requirement as specified in EN 71-3:2019+ A2:2024.

(3) /=Not Applicable

VL

(1)HR4E EN 71-3:2019+ A2:2024 5 10.1.2 H 5 HE, Cr(lllZ5 R i LT A e A5 31

FVAYE = = AT TR R - RTVATE SIS

(2) *AIE MG A TR ML S I S R B B EN 71-3:2019+ A2:2024 H AN R &, #R4% EN 71-
3:2019+ A2:2024 IER, ANFEFIMNIATTE LA S 2.

(3) /= A&EH

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This
document cannot be reproduced except in full, without prior written approval of the Company.

The test report shall only be used for clients’ scientific research, teaching, internal quality control, product
research and development, etc... and just for internal reference.
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Sample Photo:
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CAN25 0316689-0001.C004

SGS authenticate the photo on original report only
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*** End of Report ***
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