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Client Name: SHENZHEN JIANGHE NEW MATERIALS TECHNOLOGY CO.,LTD

E AR GRYNTHLLRH AR AT IR
Client Address: UNIT 2114, BUILDING 2, COFCO YUNJING PLAZA HEWAN COMMUNITY,
' MATIAN SUBDISTRICT, GUANGMING DISTRICT, SHENZHEN
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Sample Name: Silicon Glue
(EITEZY S i
The above sample(s) and information were provided by the client.
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SGS Job No.: SZP25-064695
SGS TfE4%5: SZP25-064695
Sample Receiving Date: Dec 18, 2025
EEEL 2025412 4 18 H

Testing Period: Dec 18, 2025 ~ Dec 30, 2025

I e 391 2025412 7 18 H ~ 2025412 A 30 H
Test Requested: Select test(s) as requested by the client.
R 5K R 2 7 SR AG I

Test Method(s): Please refer to next page(s).

R 77 2 Y5

Test Result(s): Please refer to next page(s).
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Signed for and on behalf of

SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch
@ﬁﬁ‘{ﬁﬁiﬂiﬂﬁ%ﬁﬁﬁﬁﬁjT“J‘llﬁj\i\\ﬁj Scan to see the report
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Approved Signatory
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Test Requirement Conclusion
R E R it

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU
- Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls
(PBB), Polybrominated diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate
(DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl

phthalate (DIBP) Pass
2 RoHS 454 2011/65/EU if 3 Il (42 IE4R 4(EU) 2015/863-41. 7K. . N3

&, ZIREEI (PBB). £iR %[k (PBDE). Al —HIlZ —(2-24.3k O 45)fE
(DEHP). AF2K —HR T %85 (BBP). 482 —HR T I (DBP)FI4L 2K — FR —

5+ ] I (DIBP)

Test Result(s):

LR

Test Part Description:

R R A A
SN ID Sample No. SGS Sample ID Description

B P S B i 5 SGS ##4ih 1D R R

SN1 A1 CAN25-0316439-0001.C001 Gri;g;;;jr”a'

Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“= Not Regulated

BUE:
(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL= Jj¥kfa R
(3) ND = KA thi( < MDL)
(4) " = KM

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU - Lead, Mercury,
Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB), Polybrominated diphenyl ethers
(PBDE), Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP)
and Diisobutyl phthalate (DIBP)

Xk2 RoHS 354 2011/65/EU [f3% Il K{EZ TEHR4(EVU) 2015/863-4%. K. 8. A#frék. LIREEE (PBB). £
— %Rk (PBDE). 4 —F#% —(2-2. 2 CH)fE (DEHP). 45X _—HES T *Efg (BBP). SEX _FE T
(DBP)FI4EZ — FFR — 7 ] FiE (DIBP)

Test Method:  With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017
and |IEC 62321-12:2023, analysis was performed by ICP-OES/AAS, UV-Vis and GC-MS.

Rk %% |EC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, |EC 62321-7-2:2017 1 IEC
62321-12:2023, XH ICP-OES/AAS, UV-Vis fl GC-MS #4740 #7»
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Test Item(s) Limit Unit(s) MDL A1
ez 5 PR AE Bhr
Lead (Pb) / %% (Pb) 1000 mg/kg 2 ND
Mercury (Hg) / 7k (Hg) 1000 mg/kg 2 ND
Cadmium (Cd) / %% (Cd) 100 mg/kg 2 ND
z-léer)((\a/\ll)e;lent Chromium (Cr(V1)) / 754k 1000 markg g \D
;;l%t;c%?l(r;aég biphenyls (PBB) / £ % 1000 ma/kg ] \D
SRk onoss) | mohka 25 ND
I(Dl:i)li)é%r;winated biphenyl (DIiBB) / —JRIEH i malkg o5 \D
'I%it()_ﬁinl;;\fted biphenyl (TriBB) / =&t ] ma/kg - D
g;%}zr?ggzgs)blphenyl (TetraBB) / /U ] maka 05 O
Pﬂeyg;%br%or?;r;ttea%télfhenyl (PentaBB) / ] ma/kg o5 0
;eﬂ;}tr?ﬁézz§g)b|phenyl (HexaBB) / 7~ ) malkg o5 0
iij%tga;gr(nﬁlr;apt;%g)phenyl (HeptaBB) / ) markg o5 D
;;C;;%ro(rggzgeg)blphenyl (OctaBB) / J\ ] malkg o "
?lﬂoﬂ;a;rg\rg:’gg)blphenyl (NonaBB) / /L ) ma/kg o5 \D
%eﬂ;aﬁt;ﬂ()gnézzgeg)blphenyl (DecaBB) / 1+ i malkg - D
/P ggﬁ%@%ﬁj I(%hsegél)ethers (PEDE) 1000 mg/kg - ND
?/'\l/?:::é%rgl)n}a tﬁc‘;%dg)gggiyl(f/ltgsgsoa - mg/kg 25 ND
g?;éo:m%g%e(dl)?é%;nyl ether (DIBDE) / ] ma/kg o 0
'ggo:mggite(gr?é%gnyl ether (TriBDE) / i ma/kg o5 ND
(TeteaBDE) | L5 <1 (TelraBDE) : mgkg 25 ND
?::r:?:é%ng)n ; tﬁegj%dgﬁeg%yl(sghnet;BDE) - mg/kg 25 ND
?He;f:é%rg)n? ﬁi%dggsgiyl(li?farsoa - mg/kg 25 ND
FH?;?:&%?)” /a ﬁ?ﬁdﬁ;fgg'(ﬁ?&;ma ) mg/kg 25 ND
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Test Item(s) Limit Unit(s) MDL A1
for i 1 H . . FRAE <X A
%ct:?ab I;(I)Drg; 7 ﬁgﬂdg ;*:eg%yl(ggzgoa - mg/kg 25 ND
I\INOQ::&%[EI; ; tjeL(;%dI:p:*&eggl(ﬁg}rgBDE) - mg/kg 25 ND
e ey | | e | m |

i - A
;;a)ﬂ/l#:)gg?éle’p;)thalate (BBP) / 4K —H 1000 markg 50 ND
E)ri%;tz/tl)ggt)halate (DBP) / 487K — HIfiR — 1000 malkg 50 ND
gi;o?ggyl(g?g;a)late (DIBP) / &2 — Hi g 1000 ma/kg 50 ND
Notes:

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.

(2) IEC 62321 series is equivalent to EN 62321 series.

(3) The restriction of DEHP, BBP, DBP and DIBP shall apply to medical devices, including in vitro medical
devices, and monitoring and control instruments, including industrial monitoring and control instruments,
from 22 July 2021.

L

(1) KA VFRBRE S H B RoHS 54 (EU) 2015/863.

(2) IEC 62321 %15 [FT EN 62321 R4,

(3) 2021 4 7 H 22 S5JF4h, DEHP, BBP, DBP #il DIBP PR #HIiE T o7 2, Imkobsyrasm, Wi
103, ALHE Tl ME A A 3

Remark: Results & photo(s) of this report refer to test report CANEC25031643901.

etk AR TR Z R AN Fr 51 B4k CANEC25031643901.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This
document cannot be reproduced except in full, without prior written approval of the Company.

The test report shall only be used for clients’ scientific research, teaching, internal quality control, product
research and development, etc... and just for internal reference.

BRAES AW, 2 ILAC-G8:09/2019, MM #4252 (w=0) ) —JuHlE MIMBEAT FF 51 E
BRAESTAUERT, Bodl i 45 AT R dh 7 57 . AR REAR A w] B VRS, ASATES .
KR S A T2 PRI, #ee. WEBESER. iR SEEH K, N EE .
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ATTACHMENTS

Elements Testing Flow Chart

These samples were dissolved totally by pre-conditioning method according to below flow chart.

Sample Preparation

A 4
Sample Measurement

A

Acid digestion with
microwave/ hotplate

v

Filtration

v v

Solution Residue

v

1) Alkali Fusion / Dry
Ashing
2) Acid to dissolve

v
ICP-OES/AAS

v

DATA
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ATTACHMENTS
Hexavalent Chromium (Cr(VI1)) Testing Flow Chart

Sample Preparation

v

Sample Measurement

v
v v

Nonmetallic Metallic
material material
ABSIPC/PVC | Others v
Boiling water
v v extraction
Dissolving by Digesting at 3
ultrasonication 150~160°C
v v Adding 1,5-
diphenylcarba
Digesting at Separating to zide for color
60°C by get aqueous development
ultrasonication phase 3
| ]
v UV-Vis
pH adjustment v
v DATA
Adding 1,5-

diphenylcarbazide for
color development

v
UV-Vis
v
DATA
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ATTACHMENTS

PBB(s)/PBDE(s)/Phthalates Testing Flow Chart

Sample cutting/preparation

\ 4
Sample measurement

A
Solvent extraction

'

Concentration/Dilution

\ 4
Filtration

GC-MS

DATA
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Sample Photo:
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/) ///,’ 7////////////////////////////7/// / / / / (LHW\H}IHWHH\HH \ \ \\\\t\\\\\\\\\\\‘
olz

z ol ole ols ols 'Q\g ow

/l 0/90/9 oy 0 O

CAN25-0316439-0001.C001

SGS authenticate the photo on original report only

IR AN IR T B SGS IE A 45
*** End of Report ***

***T&%%ﬁi***

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or accessible at https://www.sgs.com/en/Terms-and-Conditions. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company’'s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company’'s sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted

t’ﬂm’ﬂ i) H B to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested
‘%/'\mspeﬂmn&'rgs[mg Services Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com
No.198, Kezhw Road, Scienoe Gty, Economic & Technological Development Area, Guangzhou, Guangdong, China 510663 t (86-20) 82155555 Www.sgsgroup.com.cn
BE -1 HERRA L R X FRRHR198S  #BB4R: 510663 t (86-20)82155555  sgs.china@sgs.com
|

Member of the SGS Group (SGS SA)



		2025-12-30T06:34:44+0000
	CNE2
	SGS officially issued document




